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V 056 FILTER FABRIC-IMPERMEABLE STD Spec 985 CERT MILL ANALYSIS General Material Certification PP CL SOIL   Tim Blanton (352)955-2941  

V 056 FILTER FABRIC-IMPERMEABLE STD Spec 985 CERT MILL ANALYSIS Review of Certified Mill Analysis Material 508A PP CL SOIL 2 4X8 SWATHS 1 1 TYPE  Tim Blanton (352)955-2941  

V 122 Bit Mix-Recycled STD Spec 334 TEST Results Only, Pen. (T49) and Viscosity (T202) PP CL BITUM 1 BOX 1 4000 TN N Mike Ciccarone (352)955-1831

V 171 Guardrail- Steel Post (Galvanized)/STD Spec 967 Certification CERT MILL ANALYSIS General Material Certification PP CL PHYS 1 COPY 1 1 PROD N Thomas Frank (352)955-6649 or Richard DeLorenzo (352)955-6667

V 176 Guardrail Block-Steel/STD Spec 967 Certification CERT MILL ANALYSIS General Material Certification PP CL PHYS 1 COPY 1 1 PROD N Thomas Frank (352)955-6649 or Richard DeLorenzo (352)955-6667

V 180L Reinforcing Steel STD Spec 931 TEST ASTM370 REBARS PP CL PHYS 3 7' PIECES 1 80 TN N Thomas Frank (352)955-6649 or Richard DeLorenzo (352)955-6667

V 180L Reinforcing Steel STD Spec 931 TEST General Material Certification PP CL PHYS 1 COPY 1 80 TN N Thomas Frank (352)955-6649 or Richard DeLorenzo (352)955-6667

V 210 Steel Non-High Str Bolts/STD Spec 962-5 Certification CERT MILL ANALYSIS Structural Steel Material Certification PP CL PHYS 1 COPY 1 1 TySh N Thomas Frank (352)955-6649 or Richard DeLorenzo (352)955-6667

V 211 Steel High Str Bolts/STD Spec 962-6 Certification CERT MILL ANALYSIS Structural Steel Material Certification PP CL PHYS 1 COPY 1 1 TySh N Thomas Frank (352)955-6649 or Richard DeLorenzo (352)955-6667

V 215 Structural Steel for Bridges/ STD Spec 962 (962-1.1) Certification CERT MILL ANALYSIS Structural Steel Material Certification PP CL PHYS 1 COPY 1 1 TySh N Thomas Frank (352)955-6649 or Richard DeLorenzo (352)955-6667

V 245 Bridge Drainage Accessories/STD Spec 506 Certification CERT MILL ANALYSIS General Material Certification PP CL CHEM 6 COPIES 1 1 PROD N Mark Conley (352)955-6675

V 270 Iron Oxide Pigment STD Spec 927 TEST STRG material 270 Iron Oxide Pigment-Mass Tone (black/blue) PP CL CHEM 0.5 LB 1 1 BaShJb N Barbara Beatty (352)955-6662  

V 270 Iron Oxide Pigment STD Spec 927 TEST STRG material 270 Iron Oxide Pigment-Tint Strength & Blue PP CL CHEM 0.5 LB 1 1 BaShJb N Barbara Beatty (352)955-6662  

V 270 Iron Oxide Pigment STD Spec 927 TEST STRG material 270 Iron Oxide Pigment-Specific gravity PP CL CHEM 0.5 LB 1 1 BaShJb N Barbara Beatty (352)955-6662  

V 270 Iron Oxide Pigment STD Spec 927 TEST STRG material 270 Iron Oxide Pigment-Insoluble residue PP CL CHEM 0.5 LB 1 1 BaShJb N Barbara Beatty (352)955-6662  

V 305 Guardrail- Steel/STD Spec 967 Certification CERT MILL ANALYSIS General Material Certification PP CL PHYS 1 COPY 1 1 PROD N Thomas Frank (352)955-6649 or Richard DeLorenzo (352)955-6667

IV 444 PG 64-22, Asphalt Binder STD Spec 916/PG64-22 TEST General Material Certification PP CL BITUM ! COPY 1 1 ConGrd N Aaron Turner (352)955-2909

IV 444 PG 64-22, Asphalt Binder STD Spec 916/PG64-22 TEST Results Only, PG 64-22 Liquid Tests PP CL BITUM 1 QUART 1 1 ConGrd N Aaron Turner (352)955-2909

IV 444 PG 67-22, Asphalt Binder STD Spec 916/PG67-22 TEST General Material Certification PP CL BITUM 1 COPY 1 1 ConGrd N Aaron Turner (352)955-2909

IV 444 PG 67-22, Asphalt Binder STD Spec 916/PG67-22 TEST Results Only, PG 67-22 Liquid Tests PP CL BITUM 1 QUART 1 1 ConGrd N Aaron Turner (352)955-2909

IV 444 PG 76-22, Asphalt Binder STD Spec 916/PG76-22 TEST General Material Certification PP CL BITUM 1 COPY 2 1 ConGrd N Aaron Turner (352)955-2909

IV 444 PG 76-22, Asphalt Binder STD Spec 916/PG76-22 TEST Results Only, PG 76-22 Liquid Tests PP CL BITUM 1 QUART 2 1 ConGrd N Aaron Turner (352)955-2909

IV 444 PG 82-22, Asphalt Binder STD Spec 916/PG82-22 TEST General Material Certification PP CL BITUM 1 COPY 2 1 ConGrd N Aaron Turner (352)955-2909

IV 444 PG 82-22, Asphalt Binder STD Spec 916/PG82-22 TEST Results Only, PG 82-22 Liquid Tests PP CL BITUM 1 QUART 2 1 ConGrd N Aaron Turner (352)955-2909

V 444 PG 64-22, Asphalt Binder STD Spec 916/PG64-22 TEST General Material Certification PP CL BITUM 1 COPY 1 1 ConGrd N Aaron Turner (352)955-2909

V 444 PG 64-22, Asphalt Binder STD Spec 916/PG64-22 TEST Results Only, PG 64-22 Liquid Tests PP CL BITUM 1 QUART 1 1 ConGrd N Aaron Turner (352)955-2909

V 444 PG 67-22, Asphalt Binder STD Spec 916/PG67-22 TEST General Material Certification PP CL BITUM 1 COPY 1 1 ConGrd N Aaron Turner (352)955-2909

V 444 PG 67-22, Asphalt Binder STD Spec 916/PG67-22 TEST Results Only, PG 67-22 Liquid Tests PP CL BITUM 1 QUART 1 1 ConGrd N Aaron Turner (352)955-2909

V 444 PG 76-22, Asphalt Binder STD Spec 916/PG76-22 TEST General Material Certification PP CL BITUM 1 COPY 2 1 ConGrd N Aaron Turner (352)955-2909

V 444 PG 76-22, Asphalt Binder STD Spec 916/PG76-22 TEST Results Only, PG 76-22 Liquid Tests PP CL BITUM 1 QUART 2 1 ConGrd N Aaron Turner (352)955-2909

V 444 PG 82-22, Asphalt Binder STD Spec 916/PG82-22 TEST General Material Certification PP CL BITUM 1 COPY 2 1 ConGrd N Aaron Turner (352)955-2909

V 444 PG 82-22, Asphalt Binder STD Spec 916/PG82-22 TEST Results Only, PG 82-22 Liquid Tests PP CL BITUM 1 QUART 2 1 ConGrd N Aaron Turner (352)955-2909

IV 451 Ground Tire Rubber STD Spec 919 TEST General Material Certification PP CL BITUM 1 COPY 1 3 MONTHS Y Susan Andrews (352)955-2911

IV 451 Ground Tire Rubber STD Spec 919 TEST FSTM FM5-559 Testing of Ground Tire Rubber-Metal PP CL BITUM 1 COPY 1 3 MONTHS Y Susan Andrews (352)955-2911

IV 451 Ground Tire Rubber STD Spec 919 TEST FSTM FM5-559 Testing of Ground Tire Rubber-Moisture PP CL BITUM 1 GALLON 1 3 MONTHS Y Susan Andrews (352)955-2911

IV 451 Ground Tire Rubber STD Spec 919 TEST FSTM FM5-559 Testing of Ground Tire Rubber-Gravity PP CL BITUM 1 GALLON 1 3 MONTHS Y Susan Andrews (352)955-2911

IV 451 Ground Tire Rubber STD Spec 919 TEST FSTM FM5-559  Sieve analysis Ground Tire Rubber-Spec 919 PP CL BITUM 1 GALLON 1 3 MONTHS Y Susan Andrews (352)955-2911

IV 452 Asphalt Rubber Binder STD Spec 336 TEST General Material Certification PP CL BITUM 1 COPY 1 3 MONTHS N Aaron Turner (352)955-2909

IV 452 Asphalt Rubber Binder STD Spec 336 TEST Results Only, ARB-5 PP CL BITUM 1 QUART 1 3 MONTHS N Aaron Turner (352)955-2909

IV 452 Asphalt Rubber Binder STD Spec 336 TEST Results Only, ARB-12 PP CL BITUM 1 QUART 1 3 MONTHS N Aaron Turner (352)955-2909

IV 452 Asphalt Rubber Binder STD Spec 336 TEST Results Only, ARB-20 PP CL BITUM 1 QUART 1 3 MONTHS N Aaron Turner (352)955-2909

V 496 Curing Comp-Conc-No Pretest STD Spec 925 TEST Curing Compound ID PP CL PHYS 1 QT 1 2200 GA N Alfred Camps (352)955-6673 or Richard DeLorenzo (352)955-6667

V 496 Curing Comp-Conc-No Pretest STD Spec 925 TEST ASTM D1475 Density of Liquid Coatings PP CL PHYS 1 QT 1 2200 GA N Alfred Camps (352)955-6673 or Richard DeLorenzo (352)955-6667

V 496 Curing Comp-Conc-No Pretest STD Spec 925 TEST ASTM D-1644 Test Method for NONVOLATILE Content PP CL PHYS 1 QT 1 2200 GA N Alfred Camps (352)955-6673 or Richard DeLorenzo (352)955-6667

V 496 Curing Comp-Conc-No Pretest STD Spec 925 TEST FSTM FM1-T155 Water retention by concrete curing materials PP CL PHYS 1 QT 1 2200 GA N Alfred Camps (352)955-6673 or Richard DeLorenzo (352)955-6667

V 496 Curing Comp-Conc-No Pretest STD Spec 925 TEST FM T-155 avg of moisture loss Kg/M2 Avg. of 6 PP CL PHYS 1 QT 1 2200 GA N Alfred Camps (352)955-6673 or Richard DeLorenzo (352)955-6667

V 500 Waterproof Paper STD Spec 925 TEST AASHTO M 171 Sheet Materials for Curing Concrete PP CL CHEM 1 1 OPTION N Mark Conley (352)955-6675

V 508 STD Spec 985 Filter Fab-Woven/Non-Woven Certification CERTIFICATION Review of Certified Mill Analysis Material 508A PP CL SOIL 1 1 TYPE N Tim Blanton (352)955-2941  

V 508 STD Spec 985 Filter Fab-Woven/Non-Woven Certification CERTIFICATION General Material Certification PP CL SOIL 2 1 BchPcr N Tim Blanton (352)955-2941  

V 508 Filter Fab-Woven/Non-Woven STD Spec 985 TEST Review of Certified Mill Analysis Material 508A PP CL SOIL 4" X 8" 2 1 BchPcr N Tim Blanton (352)955-2941  

V 508 Filter Fab-Woven/Non-Woven STD Spec 985 TEST General Material Certification PP CL SOIL N/A 2 1 BchPcr N Tim Blanton (352)955-2941  

V 516 Dowel Bar/STD Spec 931 Certification CERT MILL ANALYSIS General Material Certification PP CL PHYS 1 COPY 1 1 LOT N Thomas Frank (352)955-6649 or Richard DeLorenzo (352)955-6667

V 520 Metal Materials for Joints/STD Spec 931 Certification CERT MILL ANALYSIS General Material Certification PP CL PHYS 1 COPY 1 1 TYPE N Thomas Frank (352)955-6649 or Richard DeLorenzo (352)955-6667

V 535 Bearing Pads STD 932 Certification CERT MILL ANALYSIS General Material Certification PP CL CHEM 1 COPY 1 1 JobPrd N Mark Conley (352)955-6675

V 535 Bearing Pads STD 932 Certification CERT MILL ANALYSIS Bearing Pad Certified Mill Analysis PP CL CHEM 6 COPIES 1 1 JobPrd N Mark Conley (352)955-6675

 The requirements of the contract and/or Florida Specifications take precedence over this guide schedule.
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V 540 Cable-Pre & PostTensioning STD Spec 933 TEST ASTM A370 Cable PP CL PHYS 5 FEET 1 1 SHIP N Thomas Frank (352)955-6649 or Richard DeLorenzo (352)955-6667

V 540 Cable-Pre & PostTensioning STD Spec 933 TEST ASTM-A370 Cable Identification PP CL PHYS 5 FEET 1 1 SHIP N Thomas Frank (352)955-6649 or Richard DeLorenzo (352)955-6667

V 541 Stay Cables/STD Spec 933 Certification CERT MILL ANALYSIS General Material Certification PP CL PHYS 1 COPY 1 1 Heat N Thomas Frank (352)955-6649 or Richard DeLorenzo (352)955-6667

V 545 Post Tension Anchor/STD Spec 933 Certification CERT MILL ANALYSIS General Material Certification PP CL PHYS 1 COPY 1 1 PROD N Thomas Frank (352)955-6649 or Richard DeLorenzo (352)955-6667

V 550 PostTensioning Wire STD Spec 933 TEST ASTM-A370 Cable Area PP CL PHYS 5 FEET 1 1 JOB N Thomas Frank (352)955-6649 or Richard DeLorenzo (352)955-6667

V 550 PostTensioning Wire STD Spec 933 TEST ASTM-A370 - CABLE DIAMETER (english) PP CL PHYS 5 FEET 1 1 JOB N Thomas Frank (352)955-6649 or Richard DeLorenzo (352)955-6667

V 550 PostTensioning Wire STD Spec 933 TEST ASTM-A370 Cable Difference between Inner & Outer Strands PP CL PHYS 5 FEET 1 1 JOB N Thomas Frank (352)955-6649 or Richard DeLorenzo (352)955-6667

V 550 PostTensioning Wire STD Spec 933 TEST ASTM-A370 Cable Elongation PP CL PHYS 5 FEET 1 1 JOB N Thomas Frank (352)955-6649 or Richard DeLorenzo (352)955-6667

V 550 PostTensioning Wire STD Spec 933 TEST ASTM-A370 Cable Identification PP CL PHYS 5 FEET 1 1 JOB N Thomas Frank (352)955-6649 or Richard DeLorenzo (352)955-6667

V 550 PostTensioning Wire STD Spec 933 TEST ASTM-A370 - CABLE LOAD @ 1% PP CL PHYS 5 FEET 1 1 JOB N Thomas Frank (352)955-6649 or Richard DeLorenzo (352)955-6667

V 550 PostTensioning Wire STD Spec 933 TEST ASTM-A370 - CABLE LENGTH PP CL PHYS 5 FEET 1 1 JOB N Thomas Frank (352)955-6649 or Richard DeLorenzo (352)955-6667

V 550 PostTensioning Wire STD Spec 933 TEST ASTM-A370 Cable Weights 1000' PP CL PHYS 5 FT 1 1 JOB N Thomas Frank (352)955-6649 or Richard DeLorenzo (352)955-6667

V 550 PostTensioning Wire STD Spec 933 TEST ASTM-A370 - CABLE Modulus Of Elasticity PP CL PHYS 5 FEET 1 1 JOB N Thomas Frank (352)955-6649 or Richard DeLorenzo (352)955-6667

V 550 PostTensioning Wire STD Spec 933 TEST ASTM-A370 - CABLE TOTAL LOAD PP CL PHYS 5 FEET 1 1 JOB N Thomas Frank (352)955-6649 or Richard DeLorenzo (352)955-6667

V 550 PostTensioning Wire STD Spec 933 TEST Sample Status Cable PP CL PHYS N/A 1 1 JOB N Thomas Frank (352)955-6649 or Richard DeLorenzo (352)955-6667

V 551 Couples For Anchor Tendons/STD Spec 933 Certification CERT MILL ANALYSIS General Material Certification PP CL PHYS 1 COPY 1 1 PROD N Thomas Frank (352)955-6649 or Richard DeLorenzo (352)955-6667

V 555 PostTension Bars And Coupler/STD Spec 933 Certification CERT MILL ANALYSIS General Material Certification PP CL PHYS 1 COPY 1 1 PROD N Thomas Frank (352)955-6649 or Richard DeLorenzo (352)955-6667

V 555 PostTension Bars And Coupler STD Spec 933 TEST ASTM-A370 - PT Bar Identification PP CL PHYS 3 4' PIECES 1 1 HtShJb N Thomas Frank (352)955-6649 or Richard DeLorenzo (352)955-6667

V 555 PostTension Bars And Coupler STD Spec 933 TEST ASTM-A370- PT Bar Deformation PP CL PHYS 3 4' PIECES 1 1 HtShJb N Thomas Frank (352)955-6649 or Richard DeLorenzo (352)955-6667

V 555 PostTension Bars And Coupler STD Spec 933 TEST ASTM-A370 - PT Bar Elongation PP CL PHYS 3 4' PIECES 1 1 HtShJb N Thomas Frank (352)955-6649 or Richard DeLorenzo (352)955-6667

V 555 PostTension Bars And Coupler STD Spec 933 TEST ASTM-A370 - PT Bar weights (TW, AW, %) PP CL PHYS 3 4' PIECES 1 1 HtShJb N Thomas Frank (352)955-6649 or Richard DeLorenzo (352)955-6667

V 555 PostTension Bars And Coupler STD Spec 933 TEST ASTM-A370 PT Bar  yield point - Results Only PP CL PHYS 3 4' PIECES 1 1 HtShJb N Thomas Frank (352)955-6649 or Richard DeLorenzo (352)955-6667

V 555 PostTension Bars And Coupler STD Spec 933 TEST ASTM-A370 - PT Bar Tensile Strength - Results Only PP CL PHYS 3 4' PIECES 1 1 HtShJb N Thomas Frank (352)955-6649 or Richard DeLorenzo (352)955-6667

V 555 PostTension Bars And Coupler STD Spec 933 TEST Sample Status Steel PP CL PHYS N/A 1 1 HtShJb N Thomas Frank (352)955-6649 or Richard DeLorenzo (352)955-6667

V 556 Hardware For Anchor Tendons/STD Spec 933 Certification CERT MILL ANALYSIS General Material Certification PP CL PHYS 1 COPY 1 1 PROD N Thomas Frank (352)955-6649 or Richard DeLorenzo (352)955-6667

V 571 Gasket-Preformed Plas Cold Adh STD 942 Certification CERT MILL ANALYSIS General Material Certification PP CL CHEM 1 COPY 1 1 SHIP N Mark Conley (352)955-6675

V 573 Pipe-Grates-M.E.Galv Stl/STD Spec 962 Certification CERT MILL ANALYSIS General Material Certification PP CL CHEM 1 COPY 1 1 PROD N Mark Conley (352)955-6675

V 586 Pipe-Corr Steel Underdrain STD 943 Certification CERT MILL ANALYSIS PP CL CHEM N Mark Conley (352)955-6675

V 586 Pipe-Corr Steel Underdrain STD 943 STD Spec 943 TEST General Material Certification PP CL CHEM NOT APPLICABLE 1 1 JobPrd N Mark Conley (352)955-6675

V 586 Pipe-Corr Steel Underdrain STD 943 STD Spec 943 TEST ASTM A90 Weight of Coating on Iron and Steel Articles PP CL CHEM N Mark Conley (352)955-6675

V 586 Pipe-Corr Steel Underdrain STD 943 STD Spec 943 TEST ASTM-B557 Physical Requirements PP CL CHEM  1 1 JobPrd N Mark Conley (352)955-6675

V 596 Pipe-Bit Coated Struct Plate STD 944 Certification CERT MILL ANALYSIS PP CL CHEM N Mark Conley (352)955-6675

V 597 Pipe-Alum Struct Plate & Arch STD 945 Certification CERT MILL ANALYSIS PP CL CHEM N Mark Conley (352)955-6675

V 600 Pipe-Corr Alum Underdrain STD 945 Certification CERT MILL ANALYSIS PP CL CHEM N Mark Conley (352)955-6675

V 636 Pipe-Bit Coat Corr AL & Bands STD 945 Certification CERT MILL ANALYSIS PP CL CHEM N Mark Conley (352)955-6675

V 636 Pipe-Bit Coat Corr AL & Bands STD 945 STD Spec 945 CERT MILL ANALYSIS General Material Certification PP CL CHEM NOT APPLICABLE 1 1 JobPrd N Mark Conley (352)955-6675

V 640 Pipe-PVC or HDPE STD Spec 948 TEST Pipe acceptance PP CL CORR 7 CORRUGATIONS 1 1 Year N Ron Simmons (352)955-6691

V 653 Architectural Pavers Roadway STD Spec 526 TEST Sample Status Pavers PP CL PHYS N/A 1 50000 JOB N Pat Carlton (352)955-6676 or Richard DeLorenzo (352)955-6667

V 653 Architectural Pavers Roadway STD Spec 526 TEST ASTM C140 - Concrete Pavers Comp Strength (Average)3 PP CL PHYS 5 UNITS 1 50000 JOB N Pat Carlton (352)955-6676 or Richard DeLorenzo (352)955-6667

V 653 Architectural Pavers Roadway STD Spec 526 TEST ASTM C140 - Concrete Pavers Average Absorption PP CL PHYS 5 UNITS 1 50000 JOB N Pat Carlton (352)955-6676 or Richard DeLorenzo (352)955-6667

V 653 Architectural Pavers Roadway STD Spec 526 TEST ASTM C67 - Clay Pavers Comp Strength (Average)5 PP CL PHYS 5 UNITS 1 50000 JOB N Pat Carlton (352)955-6676 or Richard DeLorenzo (352)955-6667

V 653 Architectural Pavers Roadway STD Spec 526 TEST ASTM C67 - Clay Pavers Avg Absorption (5) PP CL PHYS 5 UNITS 1 50000 JOB N Pat Carlton (352)955-6676 or Richard DeLorenzo (352)955-6667

V 685 Steel-Miscellaneous/STD Spec 962-8 Certification CERT MILL ANALYSIS Structural Steel Material Certification PP CL PHYS 1 COPY 1 1 PROD N Thomas Frank (352)955-6649 or Richard DeLorenzo (352)955-6667

V 687 Steel Anchor Rods - Bridge Bearing Matls/STD Spec 962-7 Certification CERT MILL ANALYSIS Structural Steel Material Certification PP CL PHYS 1 COPY 1 1 TySh N Thomas Frank (352)955-6649 or Richard DeLorenzo (352)955-6667

V 767 Aluminum Materials STD 965 Certification CERT MILL ANALYSIS General Material Certification PP CL CHEM 1 COPY 1 1 JobPrd N Mark Conley (352)955-6675

V 767 Aluminum Materials STD Spec 965 TEST General Material Certification PP CL CHEM 1 COPY 1 1 JobPrd N Mark Conley (352)955-6675

V 911 RPM Job Marker (per request) STD Spec 706 Job TEST Color Classification/Test Duration PP CL CHEM 5 EA 1 1 OPTION Y Mark Conley (352)955-6675

V 911 RPM Job Marker (per request) STD Spec 706 Job TEST ASTM D4280 Coefficient of Luminous Intensity @ 0 DEG PP CL CHEM 5 EA 1 1 OPTION Y Mark Conley (352)955-6675

V 911 RPM Job Marker (per request) STD Spec 706 Job TEST ASTM D4280 Coefficient of Luminous Intensity @ 20 DEG PP CL CHEM 5 EA 1 1 OPTION Y Mark Conley (352)955-6675

V 917 Non-Reflective Sheeting - STD Spec 994 STD Spec 994-3 TEST FSTM FM5-571 Color Sign Sheeting Materials PP CL CHEM 1 EA 1 1 PROD Y Mark Conley (352)955-6675

V 917 Non-Reflective Sheeting - STD Spec 994 STD Spec 994-3 TEST FM5-571 Visual inspection of reflective materials (ASTM4956) PP CL CHEM 1 EA 1 1 PROD Y Mark Conley (352)955-6675

V 972 Recycled Plastic Line Posts STD Spec 972 TEST General Material Certification PP CL CHEM 1 COPY 1 1 LOT  Mark Conley (352)955-6675


